
HFP01 HMP09
126Sn 1.73E-04
129I 9.79E-07
134Cs 0.315988
135Cs 4.36E-04
137Cs 1048.163
14C 0
152Eu 0.680992
154Eu 0.689462
155Eu 0.357835
233U 1.06E-04
234U 4.62E-05
235U 8.64E-06
236U 1.81E-05
237Np 7.13E-08
238Pu 0.074575
238U 1.83E-04
239Pu 0.353917
240Pu 0.140801
241Am 1.171712
241Pu 0.715993
3H 0
59Ni 9.85E-03
60Co 1.04E-02
63Ni 0.965084
79Se 2.87E-04
90Sr 1102.951
99Tc 1.35E-03
Total [Ci/h] 2156.603

Density [kg/m3] 2600

AL2SIO-S 0
BOH3 0
BORAX 75.77328
CASIO3-S 0
FE2O3-S 0
H8SUCR-S 1.930559
LI2CO3-S 18.73283
NA2CO3 12.53211
OLIVINE 0
RUTILE-S 0
SIO2-S 93.42265
ZNO-S 4.699028
ZRSIO4-S 0

AG2O-S 0.399662
AL2O3-S 20.42759
AM2O3-S 3.79E-04
AS2O5-S 1.28E-04
B2O3-S 27.89623



BAO-S 0.16103
BEO-S 2.37E-04
BI2O3-S 3.14E-03
CAO-S 1.017531
CDO-S 3.21E-02
CE2O3-S 0.342762
COO-S 4.79E-03
CR2O3-S 0.563588
CS2O-S 1.53E-02
EU2O3-S 8.17E-06
FE2O3-S 29.98887
HFO2-S 4.32E-06
K2O-S 2.544138
LA2O3-S 0.155103
LI2O-S 7.493943
MGO-S 0.3455
MNO-S 5.466726
MOO3-S 1.41E-03
NA2O-S 30.31234
NB2O3-S 7.51E-06
ND2O3-S 0.370486
NIO-S 0.895922
NP2O5-S 9.62E-13
P2O5-S 0.863063
PBO-S 1.528462
PDO-S 2.81E-06
PUO2-S 7.18E-03
RB2O-S 2.76E-04
RH2O3-S 7.43E-03
RU2O3-S 7.36E-02
RUTILE-S 7.60E-02
SB2O3-S 3.66E-06
SEO2-S 8.84E-06
SIO2-S 106.5132
SIOCL2-S 3.13E-02
SIOF2-S 5.63E-02
SIOIO3-S 6.02E-05
SNO-S 1.62E-05
SO3-S 6.31E-02
SRO-S 0.20356
TC2O7-S 1.24E-04
TEO2-S 7.44E-06
THO2-S 0.159472
TL2O-S 2.99E-05
UO3-S 0.670141
V2O5-S 1.55E-04
WO3-S 2.36E-03
ZNO-S 4.791333
ZRO2-S 0.909221
Total [kg/h] 207.0905 244.3953



Pressure [bar] 1
VolFlow [m3/h] 9.40E-02


